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Abstract
Three-dimensional (3D) bioprinting is increasingly used to construct patient-relevant 
tumor models, but its value for precision oncology depends on how functional 
biomaterials connect tissue reconstruction with therapeutic exposure and response 
measurement. This review presents a function-oriented framework for advanced 
bioprinting biomaterials in personalized cancer therapy and drug screening. 
We define functional biomaterials as printable or print-compatible systems that 
actively regulate cellular behavior, extracellular-matrix cues, transport, release, 
microenvironmental adaptation, or response reporting, while distinguishing them 
from patient-derived biological inputs and enabling technologies. We examine how 
bioink composition, crosslinking, mechanics, degradation, and spatial patterning 
influence tumor heterogeneity, stromal interactions, vascular, immune, and hypoxic 
niches, and therapeutic transport. Particular attention is given to localized drug 
delivery, nanocomposite and stimuli-responsive systems, sequential exposure, and 
quantitative evaluation of drug distribution and response. Two representative 
platforms illustrate how material design can couple microenvironment 
reconstruction with chemoradiotherapy, chemotherapy, and chimeric antigen 
receptor-T cell response testing. We also assess patient-derived tumor models 
for personalized drug testing, including model establishment, heterogeneity 
preservation, assay reproducibility, and the relationship between ex vivo response 
and clinical decision-making. Bioink-selection principles and study-level reporting 
benchmarks are summarized without pooling non-equivalent metrics. Finally, 
we discuss sample attrition, turnaround time, cost, manufacturing variability, 
quality control, interlaboratory reproducibility, clinical validation, and regulatory 
requirements. Clinically useful platforms will be those in which each functional 
component addresses a defined biological or therapeutic question and generates 
reproducible, interpretable information, rather than those with the greatest material 
or architectural complexity.
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1. Introduction
Cancer therapy is increasingly guided by molecular 
stratification, yet patients with the same histopathological 
or genomic category can respond differently to the same 
treatment. This variability reflects not only tumor-cell 
mutations but also spatial differences in clonal composition, 
extracellular matrix (ECM) organization, stromal 
signaling, vascular access, immune infiltration, hypoxia, 
and drug transport. These factors interact and change 
during treatment, creating patient-specific therapeutic 
vulnerabilities and resistance mechanisms that cannot 
be inferred from genotype alone.1-3 Precision oncology 
therefore requires functional models that preserve relevant 
patient heterogeneity while allowing controlled and timely 
evaluation of treatment response.

Existing preclinical models address different parts of this 
requirement but rarely combine them. Two-dimensional 
cultures are scalable and experimentally convenient 
but lack three-dimensional (3D) transport barriers and 
multicellular organization. Spheroids and patient-derived 
organoids (PDOs) better preserve cell-cell interactions and 
selected patient-specific features, although many systems 
have limited control over geometry, matrix composition, 
vascular interfaces, and the positioning of stromal or 
immune populations. Patient-derived xenograft (PDX) 
models can retain tumor architecture and heterogeneity 
but are costly, slow, and difficult to use within a real-time 
treatment-decision window.4-12 The relevant question is 
therefore not which model is universally superior, but 
which platform reproduces the biological and transport 
determinants required for a defined therapeutic decision.

Three-dimensional bioprinting offers a distinctive 
solution because it can place cells and materials in 
predefined geometries and generate tumor cores, 
stromal shells, invasive fronts, perfusable channels, and 
biochemical or mechanical gradients. Multimaterial and 
multicellular printing has expanded the range of tumor, 
fibroblast, endothelial, and immune compartments that 
can be combined in a single construct.2,4,10,13-17 However, 
geometric complexity alone does not ensure physiological 
fidelity. Printing resolution, shear exposure, crosslinking, 
construct size, culture-induced remodeling, and interface 
stability determine whether the intended architecture 
survives and produces a reproducible biological response. 
The function of the printed model consequently depends 
on material-process interactions as much as on the printing 
modality itself.

In this review, functional biomaterials are defined 
as printable or print-compatible material systems that 
perform one or more active roles beyond maintaining 
construct shape and mechanical stability. These roles 

include instructive regulation of tumor and stromal 
behavior, recapitulation of tissue-specific ECM cues, 
spatial or temporal control of therapeutic transport and 
release, and adaptation to biochemical or physical changes 
in the tumor microenvironment (TME). Conventional 
matrices such as gelatin methacryloyl (GelMA), collagen, 
hyaluronic-acid derivatives, alginate, and decellularized 
ECM (dECM) can become functional when their 
composition or modification actively determines these 
outcomes.18-29 Nanoparticles, drugs, cytokines, and 
immunomodulatory molecules are treated as incorporated 
functional components, whereas patient-derived cells and 
PDOs are biological inputs, and microfluidics, automated 
imaging, and artificial intelligence (AI) are external 
enabling technologies.

This distinction reveals the intrinsic connection among 
tumor reconstruction, localized therapy, and response 
evaluation. As a spatial encoder, the biomaterial controls 
the distribution of tumor, stromal, vascular, and immune 
compartments and the formation of mechanical or 
biochemical gradients. As a therapeutic carrier, it regulates 
cargo loading, retention, diffusion, degradation-coupled 
release, and regional exposure. As a response modulator, 
the same matrix properties influence cell phenotype, drug 
penetration, immune-cell migration, and the survival of 
resistant niches. Patient-derived cells provide biological 
specificity, but the material determines how that specificity 
is organized, challenged by treatment, and converted into a 
measurable response.30-35 Functional biomaterials therefore 
act as the continuous interface linking model construction 
with therapeutic testing rather than as an isolated bioink 
category.

Two studies illustrate this integration at the mechanism 
level. Yi et al.36 bioprinted patient-derived glioblastoma 
cells, vascular endothelial cells, and brain dECM into a 
compartmentalized concentric-ring architecture. The 
material-defined geometry sustained a radial oxygen 
gradient and reproduced structural, biochemical, and 
biophysical features of native tumors, while the same 
platform reproduced clinically observed patient-specific 
resistance to concurrent chemoradiotherapy and 
temozolomide. In a complementary vascularized breast 
tumor model, Dey et al.37 positioned heterotypic tumor 
spheroids at defined distances from a perfused vessel, 
thereby coupling transport and endothelial interactions 
with therapeutic readouts. Doxorubicin produced a dose-
dependent response, whereas perfused human epidermal 
growth factor receptor 2-targeted chimeric antigen 
receptor (CAR)-T cells showed endothelial recruitment, 
tumor infiltration, and up to approximately 70% 
reduction in tumor volume.37 Together, these cases show 
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how a functional material platform can integrate spatial 
microenvironment reconstruction, controlled therapeutic 
access, and interpretable response measurement rather 
than serving only as a printable scaffold.

Several reviews have summarized cancer-
bioprinting technologies, bioink formulations, tumor-
microenvironment reconstruction, or general applications 
in drug screening and precision medicine.2,4,7,10,38-42 
Representative reviews compared in Table 1 collectively 
cover printing modalities, matrix formulations, TME 
recreation, model applications, and personalized medicine, 
but their organizing frameworks generally treat these 
domains as adjacent topics. The present review instead 
adopts a function-oriented and critically comparative 
framework in which biomaterials form the causal interface 
among model construction, therapeutic exposure, and 
response interpretation. It evaluates the material as a spatial 
encoder, therapeutic carrier, and response modulator, and 
explicitly examines how the same design variables generate 
trade-offs among printability, biological fidelity, transport, 
throughput, and reproducibility. It further adds two levels 
of comparison that remain uncommon in prior reviews: 
A function-led material-selection matrix and a study-
level quantitative benchmark of representative platforms. 
Clinical translation is assessed through the complete 
sample-to-report pathway, including specimen adequacy, 
establishment success, turnaround time, manufacturing, 
quality control, clinical validation, and regulatory 
positioning. The novelty of this review therefore lies in 
integrating these previously separated dimensions into a 
single biomaterial-mediated analytical chain rather than 
claiming exclusivity for any one topic.

To define the evidence base for this narrative review, 
structured searches of PubMed were conducted for 
English-language publications available through August 
2026 and were supplemented by reference-list screening 
of key reviews and representative original studies. Search 
terms combined “3D bioprinting” or “biofabrication” 
with “cancer,” “tumor model,” “tumor microenvironment,” 
“bioink,” “functional biomaterial,” “decellularized 
extracellular matrix,” “nanomedicine,” “drug delivery,” 
“patient-derived organoid,” “drug screening,” “personalized 
medicine,” or “clinical translation.” Priority was given to 
original studies and reviews published from January 2019 
onward, while earlier seminal reports were retained when 
required to establish core printing modalities or material 
concepts. Eligible publications addressed a 3D-bioprinted 
tumor model and at least one of the following dimensions: 
Functional bioink or material design; spatial, multicellular, 
or TME reconstruction; localized delivery or nanomedicine; 
patient-derived modeling; treatment-response assessment; 

or clinical translation. Studies confined to nonbiological 3D 
printing, nononcological tissue regeneration, or materials 
without a tumor-modeling or therapeutic-evaluation role 
were outside the primary scope. Because the aim was 
critical integration across heterogeneous technologies 
rather than effect-size estimation, this work was structured 
as a narrative review rather than a systematic review or 
meta-analysis. Quantitative values were recorded only 
when explicitly reported by the source studies, and non-
equivalent mechanical, resolution, viability, degradation, 
or drug-response metrics were not pooled.

Figure 1 should be read as a biomaterial-mediated 
decision chain rather than a linear assembly workflow. 
Patient-derived information first defines the biological 
features that must be preserved, including cell composition, 
ECM phenotype, and clinically relevant treatment options. 
Material design then converts these inputs into spatial 
compartments, transport barriers, and local exposure 
conditions, while the same stiffness, porosity, degradation, 
and binding properties also influence the response 
ultimately attributed to the patient. These dual roles make 
the biomaterial both an experimental control variable 
and a potential source of bias. For example, increasing 
crosslink density may improve geometric fidelity but 
suppress invasion and drug penetration, whereas faster 
degradation may facilitate remodeling while changing 
therapeutic release. Consequently, response prediction 
requires the structural, transport, and biological functions 
of the material to be characterized together. The central 
value of Figure 1 is therefore the closed connection among 
tumor reconstruction, therapeutic delivery, and response 
interpretation, with functional biomaterials occupying the 
causal interface between these stages.30-35

2. Conceptual framework and design 
principles of functional biomaterials
2.1. Definition, scope, and classification of 
functional biomaterials

In this review, functional biomaterials are defined as 
printable or print-compatible material systems that 
perform one or more active roles beyond providing 
structural support. These roles include instructive 
regulation of tumor-cell and stromal-cell behavior, 
recapitulation of tissue- or patient-specific ECM cues, 
spatial or temporal control of therapeutic transport and 
release, adaptation to changes in the TME, and modulation 
or reporting of treatment responses.18-21 This definition 
distinguishes functional biomaterials from conventional 
scaffold materials selected primarily for shape retention 
or mechanical integrity. It also establishes biomaterial 
function as the central analytical axis of this review, rather 
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than treating bioinks as interchangeable accessories to 
printing technologies.

Functional biomaterial systems can be organized into 
four related levels. The first comprises foundational bioink 
matrices, such as GelMA, collagen, hyaluronic acid (HA), 
alginate, and other natural or synthetic hydrogels, whose 
crosslinking, stiffness, porosity, and degradation determine 
printability and the basic cellular microenvironment. The 
second includes tissue-instructive matrices, particularly 
dECM, which retain organ-specific biochemical cues 
and can support disease-relevant phenotypes.26,43-45 The 
third consists of incorporated functional components, 
including nanoparticles, liposomes, therapeutic agents, 
growth factors, and immunomodulatory molecules, which 
confer drug delivery, imaging, targeting, or immune-
regulatory capabilities.19,20,24 The fourth comprises dynamic 
or stimuli-responsive material systems whose properties or 
release behavior change in response to pH, reactive oxygen 
species, enzymes, light, temperature, or cell-mediated 
remodeling.22,23 These levels may be combined within a 
single bioink, but they should not be treated as equivalent 
technological categories.

The scope of functional biomaterials also requires 
clear boundaries. Patient-derived tumor cells, organoids, 
cancer-associated fibroblasts (CAFs), endothelial cells, 

and immune cells are biological inputs rather than 
biomaterials. Similarly, microfluidics, automated imaging, 
AI, and high-throughput screening systems are enabling 
technologies that control culture, measurement, or data 
interpretation but do not themselves constitute functional 
bioinks. Nanoparticles occupy an intermediate position: 
They are considered functional material components 
when incorporated into a printable matrix, whereas 
independently administered nanoformulations remain 
therapeutic products evaluated by the model. Four-
dimensional bioprinting is included only when time-
dependent behavior arises from a programmed material 
response. This hierarchical distinction prevents materials, 
cells, therapeutic cargos, and external platforms from 
being conflated and clarifies how each contributes to a 
personalized oncology workflow.

Within this framework, functional biomaterials serve 
as an integration hub across three stages. During tumor 
reconstruction, they encode spatial organization, ECM 
composition, mechanical cues, and biochemical gradients; 
during therapeutic intervention, they regulate drug 
loading, retention, diffusion, degradation-coupled release, 
and local exposure; during response assessment, the 
same material properties influence cell viability, immune 
infiltration, drug penetration, and the emergence of 
resistant phenotypes. Consequently, biomaterial selection 

Figure 1. Functional biomaterials drive the evolution of personalized tumor models. Functional biomaterials connect patient-derived biological inputs 
with spatially programmed tumor reconstruction, localized therapeutic delivery, and multidimensional response assessment. ECM-mimicking and 
responsive bioinks organize multicellular tumor compartments and transport barriers, while incorporated therapeutic or nanomedicine components 
enable controlled exposure and functional testing. The resulting evidence may support drug development and patient-specific treatment prioritization 
when analytical and clinical validity are established. 
Abbreviations: 2D: Two-dimensional; 3D: Three-dimensional; ECM: Extracellular matrix; GelMA: Gelatin methacryloyl. 
Created in BioRender. Li, S. https://app.biorender.com/illustrations/6a69b6e742cf30b8d1ac3d50?slideId=45a7ae24-fa59-4f46-93a4-7f8b37cc3a19

https://doi.org/10.36922/IJB026340365
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is not a preliminary fabrication decision but a determinant 
of both model fidelity and the interpretation of therapeutic 
efficacy. The following sections therefore evaluate materials 
according to the biological and therapeutic functions 
they enable, together with the trade-offs that limit cross-
platform comparison and clinical translation.

2.2. Bioprinting modalities and material–process 
interactions

Bioprinting modality and bioink design are interdependent. 
Extrusion-based printing accommodates relatively viscous, 
cell-dense, and multimaterial formulations and is therefore 
widely used to construct multicellular tumor models; 
however, nozzle-induced shear stress, limited feature 
resolution, and filament deformation can compromise cell 
viability and spatial fidelity. Droplet-based printing offers 
rapid and reproducible deposition of small volumes, but 
requires lower-viscosity inks and is sensitive to nozzle 
clogging and nonuniform droplet formation. Laser-
assisted printing avoids nozzle contact and can achieve 
precise cell placement, although equipment complexity, 
limited construct thickness, and throughput remain 
practical constraints. Vat-photopolymerization methods, 
including digital light processing, can rapidly generate 
complex architectures with high geometric fidelity, but 
depend on photocrosslinkable formulations and require 
careful control of light dose, photoinitiator concentration, 
and optical attenuation to protect cells.22,38,46,47 Thus, no 
printing modality is universally optimal; each imposes a 
distinct material-processing window.48,49

These interactions are particularly important in 
extrusion bioprinting, where print fidelity depends on 
viscosity, shear-thinning behavior, yield stress, gelation 
kinetics, and post-print crosslinking. Increasing polymer 
concentration or crosslink density generally improves 
filament stability, but may also increase extrusion pressure, 
reduce cell migration, restrict molecular diffusion, and 
alter drug sensitivity. Conversely, highly compliant 
matrices may better support cell spreading and remodeling 
yet collapse after deposition or lose the intended spatial 
organization. Dynamic hydrogel networks and modified 
alginate systems partly address this conflict by introducing 
reversible or secondary crosslinks that support extrusion 
and subsequent stabilization.22,50 For example, oxidized 
alginate can form dynamic covalent interactions with 
gelatin, allowing mechanical and degradation properties 
to be adjusted while supporting the formation of 
endothelialized channels. The value of such systems lies 
not only in improved printability, but also in their ability 
to coordinate fabrication requirements with biologically 
relevant remodeling.

Material-process interactions also determine whether a 
printed architecture remains stable during culture. A high 
nominal printing resolution does not guarantee long-term 
spatial fidelity because swelling, degradation, cell-mediated 
contraction, and ECM deposition can progressively 
alter feature dimensions and compartment boundaries. 
Multimaterial printing further introduces interfaces with 
different crosslinking kinetics and mechanical properties, 
increasing the risk of delamination, diffusion across 
compartments, and batch-dependent misalignment. In 
multicellular tumor models, these changes may modify 
tumor-stroma contact, vascular accessibility, immune-
cell migration, and local drug exposure. Accordingly, 
reporting should distinguish printer settings or nozzle 
diameter from measured filament width and final feature 
size, and should evaluate spatial stability at biologically 
relevant culture time points rather than immediately after 
printing alone.32,38,46,48-52

Figure 2 illustrates a sequence of coupled design 
decisions in which errors can accumulate across the 
workflow. Limited biopsy material and the required cell 
populations constrain bioink volume and composition; 
rheology and crosslinking determine the feasible printing 
modality and spatial resolution; printing pressure, light 
exposure, and post-print stabilization affect cell state 
and construct maturation; and these upstream choices 
shape the reliability of downstream drug-response 
measurements. The relevant outcome is therefore not 
printing resolution alone but a performance envelope 
balancing spatial fidelity, cell viability, biological 
function, throughput, and reproducibility. A high-
resolution construct may be less informative if shear or 
photochemical exposure alters patient-cell phenotypes, 
while a highly biomimetic multimaterial model may be 
impractical if alignment errors, maturation time, or batch 
variability exceed the clinical testing window. Figure 2 thus 
provides a dependency framework for selecting the least 
complex process that preserves the biological feature and 
therapeutic readout required by the study.22,32,38,46,50-52

2.3. Design trade-offs and bioink selection 
principles

The design of functional bioinks requires balancing 
printability, structural stability, cytocompatibility, 
biological fidelity, therapeutic transport, and 
reproducibility. These objectives frequently conflict. 
Higher stiffness and crosslink density improve shape 
retention but may suppress invasion, reduce nutrient 
and drug diffusion, or generate resistance phenotypes 
that reflect the material rather than the patient’s tumor. 
Greater degradability facilitates cell migration and ECM 
remodeling but can destabilize long-term cultures and 
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change release kinetics. Increasing cell density improves 
cell-cell communication and tissue maturation, yet raises 
viscosity, nutrient demand, and sensitivity to shear stress. 
Similarly, incorporating nanoparticles or therapeutic 
cargos may reinforce the hydrogel or enable controlled 
delivery, but can also alter gelation, cause aggregation or 
sedimentation, change optical properties, and introduce 
carrier-related toxicity.18-21,24,25 These trade-offs should be 
treated as experimental variables rather than as secondary 
technical details.

Bioink selection should therefore be guided by the 
dominant biological feature and intended readout rather 
than by cancer type alone. Models of desmoplastic 
pancreatic cancer require matrices capable of reproducing 

high stiffness, collagen- and HA-rich stroma, and tumor-
CAF reciprocity.32,51 Brain tumor models may prioritize 
HA-associated signaling, soft-tissue mechanics, and 
transport across vascular barriers, whereas breast and 
bone-metastasis models may require tunable stiffness, 
tissue-specific ECM, or mineral-associated cues.24-

26,44 Immunotherapy models additionally require pore 
architecture, degradability, and chemokine transport 
compatible with immune-cell trafficking. Platforms 
designed for localized drug delivery must characterize 
cargo-matrix interactions and release kinetics, while 
high-throughput screening favors formulations that can 
be miniaturized, rapidly crosslinked, and reproduced 
across wells. The same tumor type may therefore require 

Figure 2. 3D bioprinting personalized tumor model. Integrated workflow of 3D bioprinting for personalized tumor modeling, encompassing technology-
platform selection, multicellular bioink formulation, spatial co-printing with biomimetic microenvironment design, hierarchical functional validation, 
and clinical translation. 
Abbreviations: 3D: Three-dimensional; BCRP: Breast cancer resistance protein; CAF: Cancer-associated fibroblast; CAR-T: Chimeric antigen receptor 
T-cell; dECM: Decellularized extracellular matrix; ECM: Extracellular matrix; GelMA: Gelatin methacryloyl; IC50: Half-maximal inhibitory concentration; 
MDR-1: Multidrug resistance protein 1; MRP1: Multidrug resistance-associated protein 1; PD-1: Programmed cell death protein 1; PDAC: Pancreatic 
ductal adenocarcinoma; PDO: Patient-derived organoid; PDX: Patient-derived xenograft; UV: Ultraviolet.
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different materials depending on whether the objective 
is to study invasion, vascularization, immune exclusion, 
nanomedicine penetration, or patient-specific drug 
sensitivity.

A fit-for-purpose selection process should begin by 
defining the biological question, relevant cell populations, 
target ECM properties, culture duration, therapeutic 
exposure route, and quantitative endpoint. Candidate 
materials should then be assessed using comparable metrics, 
including rheological behavior, crosslinking conditions, 
filament or feature dimensions, mechanical properties, 
time-resolved cell viability, degradation, swelling, drug 
diffusion, and batch-to-batch variability. Importantly, 
Young’s modulus, compressive modulus, and storage 
modulus describe different material behaviors and should 
not be compared without specifying the testing method 
and conditions. Likewise, cell viability must be linked to 
a defined post-printing time point, and degradation data 
should identify the medium, enzymatic environment, 
and observation period. Consistent reporting of these 
parameters is essential for interpreting whether differences 
in therapeutic response arise from tumor biology or from 
the fabrication platform.48,49

Taken together, functional biomaterials mediate the 
relationship between fabrication parameters and biological 
performance. Their composition and processing determine 
not only whether a construct can be printed, but also 
whether spatial compartments remain stable, cells preserve 
relevant phenotypes, therapeutics reach their targets, 
and drug-response readouts remain comparable. This 
design-centered framework underpins the next section, 
which examines how biomaterials are used to reconstruct 
spatially organized multicellular architectures and patient-
specific TMEs.

Bioink selection should be driven by the dominant 
biological feature and the intended readout rather than 
by tumor name alone. A desmoplastic invasion model 
may prioritize fibrillar collagen or tissue-specific dECM, 
whereas a high-throughput cytotoxicity assay may favor a 
more defined GelMA- or alginate-containing composite. 
For drug-delivery studies, cargo-matrix interactions and 
transport kinetics become primary criteria; for immune 
or vascular models, cell migration, pore architecture, 
and remodeling capacity are more informative than bulk 
stiffness alone. Table 2 therefore presents selection logic 
and practical considerations for 3D-bioprinted tumor 
models.

Table 2. Functional bioink selection matrix for three-dimensional-bioprinted tumor models

Bioink 
category Functional role Advantages Limitations and 

practical pain points Selection logic
Representative 
cancer/model 
contexts

Refs

GelMA-
based

Tunable 
mechanics and 
photocrosslinking; 
amenable to ligand, 
drug, and particle 
incorporation

Reproducible 
formulation; good 
extrusion or light-
based printability; 
broad mechanical 
range

Limited tissue-
specific signaling 
unless modified; 
photoinitiator/light 
exposure; dense or 
highly crosslinked 
networks can restrict 
migration and drug 
diffusion

Prioritize when 
standardized 
mechanics, geometric 
fidelity, or multiwell 
screening is central; 
tune crosslinking 
to the transport 
endpoint

Breast, ovarian, 
gastric, and 
glioblastoma 
models; 
standardized 
drug-screening 
constructs

18,22,35,53

Collagen- or 
fibrin-based

Native integrin-
binding and fibrillar 
cues; supports 
remodeling, invasion, 
and vascular 
assembly

High biological 
relevance; permissive 
cell migration and 
matrix remodeling

Weak shape fidelity 
and mechanical 
strength; 
temperature-sensitive 
gelation; contraction 
and batch variability

Select for invasion 
fronts, desmoplastic 
interfaces, or 
endothelial network 
formation; reinforce 
only as much as 
required for printing

Pancreatic and 
breast tumor-
stroma models; 
vascularized 
tumor constructs

32,51,54,55

HA-based

HA-CD44 signaling 
and tissue-relevant 
glycosaminoglycan 
cues; tunable 
by chemical 
modification

Useful for stemness, 
migration, 
and HA-rich 
microenvironments; 
compatible with 
composite networks

Poor standalone 
printability; 
molecular weight 
and substitution 
strongly affect 
behavior; insufficient 
crosslinking can 
cause cell leakage

Prioritize when 
HA-CD44 signaling 
or a brain/gastric-
like ECM is 
mechanistically 
relevant; report 
molecular weight and 
modification degree

Glioblastoma, 
gastric, breast, 
ovarian, 
and selected 
colorectal 
models

4,33,35,56

(Cont’d...)
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Table 2. (Continued)

Bioink category Functional role Advantages Limitations and 
practical pain points Selection logic

Representative 
cancer/model 
contexts

Refs

Alginate-based

Rapid ionic gelation 
and rheological 
support; can serve as 
a structural matrix or 
support bath

Low cost; robust 
shape retention; 
convenient for 
extrusion and 
multiwell formats

Biologically inert 
without modification; 
heterogeneous Ca2+ 
crosslinking; limited 
remodeling and 
possible cell escape; 
ion exchange changes 
long-term mechanics

Use for short-term, 
geometry-controlled, 
or high-throughput 
assays; combine with 
adhesive or ECM-
rich components for 
biological fidelity

Colorectal, 
breast, and 
gastric models; 
embedded 
printing and 
composite 
scaffolds

33,35,43,50

dECM-based

Retains tissue-specific 
ECM proteins, 
glycosaminoglycans, 
and bound 
biochemical cues

High organ-
specific 
biochemical 
fidelity; supports 
patient-derived 
phenotypes and 
heterogeneity

Batch variability 
and incompletely 
defined composition; 
weak printability; 
xenogeneic-source 
and sterilization 
concerns; difficult 
quality control

Prioritize when 
organ-specific 
signaling or patient-
tissue concordance 
outweighs 
manufacturing 
simplicity; 
document source, 
decellularization, 
and lot criteria

Gastric, breast, 
head-and-
neck, liver, and 
patient-derived 
tumor models

26,43,45,55,57,58

Composite or 
microgel-based

Combines structural 
and instructive 
phases; can decouple 
extrusion rheology 
from post-print 
biology

Balances 
printability, 
mechanics, and 
bioactivity; 
supports 
multicompartment 
or gradient designs

Complex formulation 
and crosslinking; 
interfacial defects; 
component-
specific variability; 
harder scale-up 
and attribution of 
biological effects

Select when one 
matrix cannot 
simultaneously meet 
spatial, mechanical, 
and biological 
requirements; 
minimize 
components to those 
linked to the study 
hypothesis

Desmoplastic 
pancreatic, 
breast tumor-
stroma, 
vascular, and 
multicellular 
interface 
models

21,24,32,51

Nanocomposite 
or drug-loaded

Adds controlled 
release, imaging, 
targeting, 
photothermal, 
magnetic, or 
immunomodulatory 
functions

Integrates therapy 
and readout; 
enables localized 
exposure and 
combination 
delivery

Particle aggregation 
or sedimentation; 
altered rheology/
crosslinking; carrier 
toxicity; difficult 
separation of matrix, 
carrier, and drug 
effects

Choose according 
to cargo 
physicochemistry, 
desired exposure 
profile, and 
analytical method; 
include unloaded-
material and carrier-
only controls

Localized 
therapy and 
nanomedicine 
testing across 
solid-tumor 
models

19,20,24,28,29

Stimuli-
responsive 
and time-
responsive/4D 
systems

Changes release, 
mechanics, or 
structure in response 
to pH, ROS, enzymes, 
light, temperature, 
or time

Spatiotemporal 
control; can 
model treatment-
evolving niches or 
sequential therapy

Response thresholds 
may not match the 
modeled TME; 
hysteresis, fatigue, 
and external-trigger 
penetration; complex 
reproducibility and 
validation

Use only when the 
trigger is measured 
in the model and 
causally linked to the 
intended function; 
benchmark against 
a nonresponsive 
control

Hypoxic, acidic, 
oxidative, and 
treatment-
adaptive tumor 
models

22-24,28,29

Note: Representative cancer contexts indicate common modeling priorities, not tumor-specific material prescriptions.  
Abbreviations: 4D: Four-dimensional; CD44: Cluster of differentiation 44; dECM: Decellularized extracellular matrix; ECM: Extracellular matrix; 
GelMA: Gelatin methacryloyl; HA: Hyaluronic acid; ROS: Reactive oxygen species; TME: Tumor microenvironment.
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3. Biomaterial-enabled reconstruction of 
patient-specific tumor microenvironments
3.1. Spatially programmed multicellular 
architectures

Spatial control is the feature that most clearly distinguishes 
bioprinted tumor models from conventional spheroids and 
self-organized organoids. Rather than merely combining 
several cell types in one hydrogel, bioprinting can position 
tumor cells, CAFs, endothelial cells, immune populations, 
and ECM domains as predefined compartments. 
Relevant configurations include tumor-core-stromal-shell 
structures, sea-and-island arrangements, vascular-adjacent 
and hypoxic regions, invasion fronts, and immune-
infiltrated or immune-excluded zones. These architectures 
are not interchangeable: The distance and interface between 
compartments determine paracrine signaling, direct 
cell-cell contact, nutrient transport, drug penetration, 
and the route available for immune-cell migration.14-17,32 
Functional biomaterials act as spatial encoders in this 
process because their rheology, crosslinking, adhesiveness, 
degradability, and biochemical composition determine 
whether the programmed organization can be printed and 
subsequently maintained.

Patient-derived organoids extend this approach by 
preserving tumor-specific genomic and phenotypic 
heterogeneity, while printing provides the stromal and 
geometric organization that conventional PDO culture 
often lacks. Co-printing PDOs or primary tumor cells with 
CAFs, endothelial cells, and immune cells can generate 
patient-specific multicellular constructs for studying 
immunotherapy and treatment resistance.12,15,17,33,59,60 For 
example, bladder cancer models incorporating PDOs, 
stromal cells, and endothelial components have been 
used to retain phenotypic diversity while supporting 
vascular organization. Acoustically patterned colorectal 
microtissues have spatially positioned tumor and healthy 
organoids to quantify invasion across a defined interface. 
These studies illustrate that the value of multicellular 
printing lies not in maximizing the number of cell types, 
but in reproducing the specific cellular relationships that 
control the clinical question under investigation.

Spatial compartmentalization is particularly 
important in desmoplastic tumors. In pancreatic ductal 
adenocarcinoma (PDAC), tumor cells and CAFs can be 
deposited in predefined domains within matrices that 
reproduce stiffness gradients and permit progressive 
stromal remodeling.32,35,61,62 The bioprinted sea-and-island 
model developed with patient-derived PDAC cells and 
CAFs separated tumor-rich islands from a surrounding 
stromal matrix, enabling tumor-CAF metabolic 

reciprocity to be examined as a spatially dependent 
process.32 Similarly, degradable matrices allow fibroblasts 
to deposit collagen and HA, contract the local matrix, and 
progressively change mechanical barriers. Spatial gradients 
can also be introduced through material composition, cell 
density, pore architecture, oxygen availability, chemokine 
presentation, or localized drug loading. Such gradients are 
biologically meaningful only when they are quantitatively 
characterized and linked to functional outcomes such as 
invasion distance, immune penetration, regional viability, 
or differential drug response.

Greater architectural complexity nevertheless 
introduces technical trade-offs. Higher resolution 
may require lower-viscosity formulations, stronger 
photopolymerization, smaller nozzles, or longer printing 
times, each of which can compromise cell viability, 
construct thickness, or throughput. High cell density 
promotes tissue maturation but increases nutrient demand 
and may destabilize extrusion. Multimaterial printing 
enables sharper tumor-stroma interfaces but also creates 
risks of interfacial delamination, cross-diffusion, and 
batch-dependent misregistration. Moreover, printing-time 
fidelity does not ensure long-term fidelity because swelling, 
degradation, cell migration, and cell-mediated contraction 
can erase the intended boundaries during culture. Studies 
should therefore report measured feature dimensions and 
their temporal stability, rather than relying solely on nozzle 
diameter or nominal printer resolution. The appropriate 
architecture should be the simplest configuration that 
reproduces the spatial mechanism required for the 
intended biological or therapeutic readout.22,32,38,46,48-52,63

3.2. Extracellular matrix composition, mechanics, 
and biochemical signaling

The ECM is not simply an acellular scaffold surrounding 
tumor cells; it is a dynamic signaling and transport system 
that regulates adhesion, proliferation, stemness, invasion, 
immune exclusion, and therapeutic resistance. Collagen, 
HA, fibronectin, laminin, proteoglycans, and matrix-
bound factors interact with receptors such as integrins and 
cluster of differentiation (CD) 44, while crosslinking and 
remodeling alter tissue stiffness, porosity, and interstitial 
transport.54,64-74 Functional bioinks reproduce selected 
elements of this environment through compositional 
cues, ligand presentation, degradability, and mechanical 
properties. The resulting material context can change 
cellular phenotype even with the same tumor cells, 
meaning drug sensitivity measured in a printed model 
reflects the interaction between patient biology and the 
engineered matrix rather than tumor genotype alone.75

Different material classes provide distinct forms of 
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ECM instruction. GelMA offers cell-adhesive motifs, 
controllable photocrosslinking, and tunable mechanics, 
but its behavior depends strongly on methacrylation, 
polymer concentration, light dose, and photoinitiator 
conditions.18,43 HA-based matrices are particularly relevant 
when CD44 signaling, soft-tissue mechanics, or HA-rich 
stroma contribute to tumor progression, although HA 
often requires chemical modification or combination with 
other polymers to achieve printability. Tissue-derived 
dECM retains organ-specific proteins and biochemical 
cues and can reproduce disease-relevant phenotypes 
more faithfully than generic hydrogels, but variability in 
source tissue, decellularization, digestion, and residual 
composition complicates standardization.23,26,44,45,76,77 
Composite bioinks can combine these biological signals 
with synthetic control, yet each additional component 
makes causal interpretation more difficult.

Matrix mechanics should likewise be treated as a 
biological variable rather than a fabrication endpoint. 
Tunable-stiffness breast cancer, glioblastoma, and PDAC 
models have shown that changes in stiffness or HA content 
can modify invasion, macrophage polarization, stemness, 
and therapeutic resistance.25,53,56,77,78 However, stiffness 
cannot be interpreted independently of ligand density, 
pore size, viscoelasticity, swelling, and degradation, 
all of which may change when polymer concentration 
or crosslinking is adjusted. Furthermore, Young’s 
modulus, compressive modulus, and storage modulus 
describe different mechanical responses and should not 
be compared as equivalent values. Mechanistic claims 
therefore require reporting of the testing mode, strain 
or frequency, hydration state, culture time, and whether 
mechanical measurements were performed before or after 
cell-mediated remodeling.75

Extracellular matrix properties also evolve after 
printing. CAFs can deposit and reorganize collagen, 
secrete matricellular proteins, degrade the initial hydrogel, 
and increase local stiffness, thereby changing tumor 
invasion and treatment response over time.79-82 Protease-
degradable HA matrices have demonstrated that tumor-
fibroblast interactions alter spheroid growth through 
spatially controlled remodeling,81 while more complex 
breast tumor models develop progressive collagen 
deposition, hypoxia, and altered radiosensitivity during 
maturation.82 Consequently, the printed formulation 
should be regarded as an initial condition rather than a 
fixed representation of the mature TME. Longitudinal 
measurements of composition, mechanics, degradation, 
and cellular remodeling are needed to distinguish genuine 
tumor-driven evolution from passive material aging.

3.3. Vascular, immune, and hypoxic niches

Vascular, immune, and hypoxic niches are tightly coupled 
determinants of therapeutic response. Tumor vessels are 
structurally abnormal and functionally heterogeneous, 
producing uneven perfusion, oxygenation, nutrient supply, 
drug exposure, and immune-cell access. The presence 
of endothelial cells or CD31-positive structures alone 
does not establish a functional vascular model; clinically 
relevant platforms require lumen continuity, barrier 
properties, perfusability, and measurable transport.35,59,70-72 
Sacrificial, embedded, coaxial, and microgel-based 
printing strategies can generate perfusable channels, while 
seamless vessel-microenvironment printing enables direct 
study of contact-dependent communication between 
endothelial cells, tumor cells, and CAFs.37,83-85 Nevertheless, 
channel formation must be distinguished from mature 
microvasculature, and flow conditions should be selected 
according to the drug-delivery or cell-trafficking question 
being modeled.86

Immune behavior is similarly dependent on spatial 
context. Tumor-associated macrophages, T cells, 
neutrophils, and other immune populations respond 
to local cytokines, ECM density, antigen distribution, 
oxygen tension, and their distance from tumor and 
stromal compartments.65,69 Bioprinted neuroblastoma 
and glioblastoma models have enabled measurement of 
immune-cell chemotaxis, infiltration depth, cytokine 
release, and tumor killing as linked processes rather 
than endpoint viability alone.87-89 Spatially arranged 
fibroblast-tumor constructs further show that intermixed 
and barrier-like stromal distributions can produce 
different levels of TGF-beta-periostin signaling, immune 
suppression, and response to programmed cell death 
protein 1 blockade.90 For adoptive cell therapies, model 
architecture also affects CAR-T or natural killer-cell access, 
persistence, and cytotoxicity.91-93 These findings indicate 
that immune competence depends on the geometry and 
material permeability of the construct, not simply on 
adding immune cells to the culture.94,95

Hypoxia arises from the combined effects of cellular 
oxygen consumption, diffusion distance, vascular 
insufficiency, and matrix density. Stabilization of 
HIF-1α can enrich cancer stem-like populations, alter 
metabolism, promote angiogenic signaling, and increase 
chemoresistance.67,68 High-cell-density and vascularized 
bioprinted models allow oxygen gradients to be generated 
more reproducibly, but the location and severity of 
hypoxia remain sensitive to construct dimensions, 
medium exchange, flow, and material diffusivity.82,96,97 
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Hypoxic regions should therefore be validated using 
spatial measurements rather than inferred from construct 
thickness alone. Because oxygen tension also modifies 
macrophage phenotype, immune-cell function, and drug 
metabolism, vascular and hypoxic modules should be 
analyzed together rather than presented as independent 
features.86

The functional consequence of these coupled niches is 
most evident in drug-response studies. In the multicellular 
3DM-7721 liver cancer model, the addition of fibroblasts 
and endothelial cells increased the expression of 
multidrug resistance-associated protein 1, breast cancer 
resistance protein, and multidrug resistance protein 1 
and raised the half-maximal inhibitory concentrations of 
doxorubicin, cisplatin, and luteolin by approximately 2.3-, 
1.9-, and 2.7-fold, respectively, compared with a single-
cell printed model.98 In a patient-derived gastric cancer 
platform constructed from 33 tumors, drug-response 
measurements were associated with clinical neoadjuvant 
chemotherapy outcomes and distinguished responders 
from nonresponders.35,99,100 These examples demonstrate 
why vascular, stromal, immune, and hypoxic features must 
be connected to quantitative endpoints. Adding biological 
complexity is justified only when it measurably improves 
mechanistic insight or predictive performance.

Figure 3 represents the TME as a coupled niche network 
rather than a collection of independently reproduced 
components. Matrix composition and stiffness regulate 
tumor and stromal phenotypes; degradability and pore 
architecture govern remodeling and immune-cell access; 
vascular functionality changes oxygenation, nutrient 
transport, and drug delivery; and hypoxia reciprocally alters 
angiogenic, metabolic, and immune responses. A single 
material adjustment can therefore improve one dimension 
while distorting another. Increasing matrix density may 
reproduce desmoplastic resistance but simultaneously 
restrict immune infiltration and drug diffusion, whereas 
adding perfusion may relieve hypoxia while changing 
cytokine clearance and therapeutic exposure. This coupling 
also defines the appropriate validation strategy: Structural 
evidence such as compartment geometry or endothelial 
staining should be paired with functional measurements 
of permeability, oxygen gradients, migration, immune 
killing, or regional drug response. Biological complexity is 
justified only when the added niche produces a measurable 
mechanistic or predictive gain. Figure 3 should therefore 
be interpreted as a design-dependency map linking 
biomaterial properties to interacting TME functions and 
quantitative treatment endpoints.65,69,82,90-93,96,98

3.4. Dynamic and treatment-evolving tumor 
microenvironments

Native tumors evolve continuously during growth and 
treatment, whereas many bioprinted models are evaluated 
at a single time point. Tumor progression is accompanied 
by changes in stromal phenotype, ECM organization, 
vascular networks, metabolic stress, immune state, and 
clonal composition. Next-generation platforms should 
therefore move from static structural resemblance toward 
spatiotemporal reconstruction, in which the TME can 
mature, remodel, and respond to intervention during 
culture.37,40,79-82,96,101,102 Remodelable bioinks, perfusable 
vascular systems, and spatially organized stromal and 
immune compartments provide the physical basis for this 
transition.86,94,103

Longitudinal studies already demonstrate the value of 
dynamic assessment. Vascularized breast cancer models 
have enabled doxorubicin transport and human epidermal 
growth factor receptor 2-targeted CAR-T-cell activity 
to be evaluated in relation to vascular accessibility.37 
Neurovascular glioblastoma models combining 
longitudinal imaging with single-cell profiling have 
captured changes in tumor growth, vascular phenotype, 
and cytokine secretion.96 Increasing stromal complexity 
in bioprinted lung tumor models has also been shown to 
progressively suppress CAR-natural killer-cell infiltration, 
cytotoxicity, and cytokine release.101 These observations 
reveal treatment response as an evolving interaction among 
tumor cells, matrix barriers, vasculature, and immune 
populations rather than as a fixed property measured by 
terminal viability.

Dynamic models are particularly valuable for 
investigating treatment-induced adaptation and acquired 
resistance. Repeated or sequential exposure can track 
regional cell death, surviving clones, ECM remodeling, 
efflux-pump expression, immune exhaustion, and tumor 
regrowth. Relevant readouts may include live imaging, 
secreted factors, spatial transcriptomics, single-cell 
sequencing, matrix mechanics, and repeated functional 
drug testing. However, time-resolved measurement must 
minimize destructive sampling and distinguish biological 
adaptation from changes caused by hydrogel degradation, 
nutrient depletion, or declining cell viability. Baseline 
characterization and untreated time-matched controls are 
therefore essential.94,103

The main challenge is to balance temporal fidelity 
with reproducibility and clinical feasibility. Highly 
remodelable constructs may better reproduce disease 
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evolution but become difficult to standardize across 
patients and laboratories. Long maturation periods may 
capture vascular and stromal development yet exceed the 
treatment-decision window. Conversely, rapidly fabricated 
models may support screening but fail to reproduce the 
adaptive states responsible for relapse. A fit-for-purpose 
platform should therefore define which stage of tumor 
evolution it intends to predict, which dynamic features 
are indispensable, and whether those features improve 
prediction beyond a simpler static model. This critical 
distinction links TME reconstruction to the drug-delivery 
and personalized screening applications discussed in the 
following sections.

4. Functional biomaterials for localized 
drug delivery and nanomedicine
4.1. From passive tumor models to therapeutic 
platforms

Most bioprinted tumor constructs remain passive disease 
models in which a therapeutic agent is added to the culture 
medium after tissue fabrication. This design is useful for 
comparing intrinsic drug sensitivity, but it treats exposure 
as an external variable and therefore leaves out material-

dependent determinants of local pharmacology, including 
retention, matrix binding, diffusion distance, concentration 
gradients, degradation-coupled release, and regional 
transport barriers.39,47,104-108 Functional biomaterials can 
bridge this gap by incorporating therapeutic cargos or 
delivery functions into defined spatial domains of the 
printed construct. The key advance is therefore not simply 
drug loading, but the conversion of the biomaterial from 
a structural scaffold into a controllable interface between 
tumor architecture and therapeutic exposure.

This distinction is important because two related 
applications are often discussed as if they were equivalent. 
In one, the printed construct is an in vitro tumor model 
for comparing free drugs, nanoparticles, or other 
formulations under controlled transport barriers. In the 
other, the printed material itself acts as a localized delivery 
depot, analogous to an injectable hydrogel, implantable 
patch, or spatially patterned reservoir.18-21,24,47 The first 
primarily asks how tumor architecture modifies drug 
exposure and response; the second asks whether the 
material can generate a desired therapeutic concentration-
time profile. Similar materials may serve both purposes, 
but the experimental endpoints and translational claims 
are different. A model that reproduces diffusion through 

Figure 3. Functional biomaterials enable reconstruction of patient-specific tumor microenvironment immune modulation. Functional biomaterials 
enable reconstruction of patient-specific tumor microenvironments by coordinating mechanical stiffness, biochemical signaling, ECM remodeling, 
vascularization, hypoxia, and immune regulation, thereby improving the physiological relevance of drug-response and immunotherapy assessment. 
Abbreviations: 3D: Three-dimensional; ECM: Extracellular matrix; MHC-1: Major histocompatibility complex class I; TCR: T-cell receptor.  
Created in BioRender. Li, S. https://app.biorender.com/illustrations/6a5cff78e08e2678d9abd4ba?slideId=d8f3df23-f655-4fc6-8db4-f4a9494ba765
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a tumor-like matrix should not be presented as evidence 
of in vivo pharmacokinetic equivalence, and a sustained-
release depot should not automatically be regarded as a 
patient-specific efficacy model.

The central analytical link between these applications 
is that material properties simultaneously determine tissue 
fidelity and therapeutic exposure. ECM composition, 
stiffness, porosity, charge, degradation, and water content 
can influence cell phenotype while also controlling drug 
partitioning, nanoparticle mobility, uptake, and retention. 
Consequently, changing the bioink to improve printability 
or mechanical stability may unintentionally change 
the therapeutic response being measured. Conversely, 
patient-specific differences in stromal density or matrix 
composition may reveal whether an apparent treatment 
failure reflects tumor-intrinsic resistance or insufficient 
delivery. Functional biomaterials should therefore be 
evaluated as coupled architecture-transport-response 
systems rather than as independent scaffolds plus drugs.75

4.2. Drug-loaded and nanocomposite bioinks

Therapeutic cargos can be incorporated through direct 
molecular encapsulation, affinity-based retention, 
adsorption to matrix components, covalent or degradable 
linkages, or secondary carriers such as liposomes, 
polymeric nanoparticles, micelles, microgels, and 
inorganic nanomaterials.19,20,24,47 These strategies are 
not interchangeable. Direct encapsulation is simple and 
minimizes formulation complexity, but printing may 
expose labile cargos to photoinitiators, crosslinking 
reactions, shear stress, or reactive groups. Secondary 
carriers can protect cargos and add release control, but 
they introduce a second material phase with its own size, 
surface chemistry, stability, uptake, and toxicity. Selection 
should therefore start from the intended biological 
question—transport testing, localized delivery, or both—
then match cargo stability, solubility, exposure duration, 
and required spatial precision to the loading mechanism.

Hydrogel network properties provide a first layer 
of release control, but they also create a major source 
of confounding. Increasing polymer concentration or 
crosslink density generally decreases mesh size and slows 
diffusion, while simultaneously increasing stiffness and 
potentially altering cell phenotype or nutrient transport. 
Degradation can accelerate release, yet cell-mediated 
degradation is spatially heterogeneous and may differ 
markedly from passive hydrolysis. Electrostatic or 
hydrophobic interactions can improve retention but 
reduce the freely available concentration. Accordingly, 
cumulative release curves alone cannot establish controlled 
delivery. Release data should be interpreted together with 

swelling, degradation, mechanics, cargo stability, and the 
concentration that actually reaches viable tumor cells; 
otherwise, an apparent therapeutic benefit may arise 
from altered matrix biology rather than improved drug 
delivery.18,22-24,47,109

Nanocomposite bioinks add a second functional 
layer by integrating hydrogels with nanoclays, liposomes, 
polymeric nanoparticles, metallic or magnetic particles, 
or other nanoscale components.19,20,24,28,29 Their value 
lies in coupling structural properties with sustained 
release, imaging, photothermal, magnetic, or targeting 
functions. However, the nanoparticle is no longer an 
isolated nanomedicine once it enters a printable matrix. 
Aggregation, sedimentation, adsorption to polymer chains, 
attenuation of curing light, uneven filament distribution, 
altered gelation kinetics, increased nozzle pressure, and 
optical interference can all emerge at the particle-matrix 
interface. Therefore, performance cannot be inferred 
by simply combining characterization data from the 
nanoparticle and the hydrogel; the printed composite must 
be characterized as a new material system.

Carrier-free nanodrug delivery systems provide 
a complementary nanomedicine strategy in which 
therapeutic molecules self-assemble with one another or 
with small coordinating species, potentially increasing 
drug loading while reducing inert carrier content.110-113 
Reported pH-, redox-, and light-responsive assemblies 
illustrate opportunities for high-loading and triggerable 
delivery.114-117 Nevertheless, most such systems have been 
studied outside bioprinted patient-derived tumors. Their 
presence in the literature should therefore not be interpreted 
as evidence of an established integrated bioprinting 
platform. A more rigorous framing is to regard carrier-
free nanodrugs as candidate cargos whose compatibility 
with printing, spatial retention, penetration, release, and 
patient-derived response remains to be demonstrated.

Imaging-functionalized materials can connect delivery 
with longitudinal response monitoring. For example, 
dECM-supported plasmonic surface-enhanced Raman 
spectroscopy structures have been printed within breast-
derived matrices to monitor chemotherapy while retaining 
spatial tumor organization.118 The important criterion 
is not whether a material is imageable, but whether the 
signal provides quantitative information that changes 
interpretation of therapeutic exposure or response. 
Signal intensity must therefore be calibrated against 
cargo concentration, tissue depth, material degradation, 
cellular uptake, and optical interference. Where possible, 
imaging-derived exposure should be cross-validated with 
an orthogonal chemical or biological measurement.103
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4.3. Stimuli-responsive and sequential drug delivery

Stimuli-responsive bioinks are designed to alter 
permeability, degradation, swelling, or cargo binding in 
response to defined endogenous or exogenous triggers. 
Endogenous signals include acidic pH, reactive oxygen 
species, glutathione, tumor-associated enzymes, and 
hypoxia; external triggers include light, temperature, 
ultrasound, magnetic fields, and electrical stimulation.28,29,119 
Their conceptual advantage is temporal and spatial control 
of exposure. Their major limitation is that trigger behavior 
measured in acellular gels may not persist in the complete 
printed construct, where cells, serum proteins, ECM 
components, buffering, oxygen gradients, and fluid flow 
can shift the effective threshold. Responsiveness should 
therefore be quantified under the biological conditions in 
which therapeutic efficacy is claimed.

Responsive nanomedicines provide useful design 
concepts, including acid-sensitive assemblies, glutathione-
responsive metal-organic systems, and near-infrared-
triggered prodrug platforms.114-117 However, many reported 
examples remain nanomedicine studies rather than 
integrated bioprinted tumor platforms. The translational 
question is consequently not whether the nanosystem 
can respond to a trigger in isolation, but whether the 
trigger reaches the relevant spatial compartment, whether 
penetration and release remain adequate in a cell-dense 
patient-derived matrix, and whether the trigger itself 
perturbs the model. These controls are essential when 
attributing improved efficacy to stimulus-responsive 
delivery rather than to nonspecific light-, heat-, redox-, or 
metal-associated effects.

Sequential delivery is particularly relevant to 
combination therapy because efficacy may depend on 
treatment order, interval, and local concentration rather 
than total dose alone. Printed constructs can spatially 
separate cargos into layers, particles, or hydrogel domains 
and exploit different diffusion or degradation mechanisms 
to generate staged exposure. Potential applications 
include stromal modulation before cytotoxic therapy, 
vascular normalization before nanoparticle delivery, 
immune activation after chemotherapy, or sensitization 
before radiotherapy. The critical design criterion is a 
clinically meaningful exposure sequence, not simply 
co-encapsulation of several agents. Each component 
should therefore be quantified for loading, recovery, 
release, stability, and biological activity and compared 
with simultaneous-delivery, free-drug, and order-reversed 
controls where relevant.

Personalization in this setting concerns both therapeutic 
selection and the delivery conditions under which a 
therapy is tested. Dense desmoplastic tumors may require 

penetration-enhancing or matrix-remodeling strategies, 
whereas highly vascularized or immune-infiltrated tumors 
may require different spatial and temporal exposure 
patterns. Functional materials can reproduce these 
barriers and test alternative delivery schedules within the 
same patient-derived background. Yet every additional 
responsive element also increases formulation complexity, 
manufacturing variability, and attribution difficulty. The 
most informative personalized platform is therefore not the 
one with the greatest number of functions, but the one in 
which each material function addresses a defined patient-
specific therapeutic question and can be independently 
validated.

Figure 4 summarizes the progression from cargo 
incorporation to localized therapeutic action. The critical 
relationship is not simply that a hydrogel contains a drug: 
Material composition and crosslinking control cargo 
retention and diffusion; nanoparticles or affinity interactions 
modify stability and cellular uptake; endogenous or 
external triggers determine release timing; and the 
surrounding tumor architecture governs penetration and 
response. These variables must be interpreted together. 
For example, slower release may prolong exposure but also 
lower the effective concentration, while stronger matrix 
retention may improve localization yet prevent the drug 
from reaching deeper tumor compartments. Figure 4 
therefore represents a coupled delivery-evaluation pathway 
rather than a catalog of therapeutic agents.

4.4. Evaluation criteria and current bottlenecks

Quantitative evaluation should begin with a complete mass 
balance rather than a single release curve. At minimum, 
studies should report nominal and recovered loading, 
encapsulation efficiency, spatial loading distribution, burst 
release, cumulative release, release duration, cargo stability, 
and residual material-associated drug. Nanocomposite 
systems additionally require particle size and distribution 
before and after printing, aggregation or sedimentation 
assessment, and characterization of changes in rheology 
and crosslinking.19,24,47,109 Release conditions—including 
medium volume, exchange frequency, temperature, pH, 
enzymes, serum proteins, and flow—must be reported 
because they directly shape apparent kinetics. Mathematical 
fitting can facilitate comparison, but fitted parameters 
should not be treated as mechanistic evidence unless the 
underlying transport and degradation assumptions are 
experimentally justified.

Bulk release does not establish spatial drug 
exposure within a heterogeneous tumor construct. 
Relevant endpoints include penetration depth, regional 
concentration, intracellular uptake, target engagement, 
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and distance-dependent cell death. Dense ECM, interstitial 
resistance, hypoxia, and stromal binding can generate a 
large difference between the amount released from the 
material and the amount reaching viable tumor cells.39,104-

106,120 Fluorescent analogs are useful for spatial mapping but 
may not reproduce the physicochemical behavior of the 
native drug, and optical scattering, quenching, or material 
autofluorescence can distort apparent concentration. 
Imaging should therefore be calibrated whenever possible 
against an orthogonal chemical or biological measurement.

The relationship between in vitro release and clinical 
exposure remains a major translational limitation. Static 
culture can behave as a large sink, whereas tumors in vivo are 
shaped by blood flow, lymphatic drainage, protein binding, 
metabolism, clearance, and systemic redistribution. 
Conversely, an injectable or implantable depot may interact 
with host immune and stromal compartments that are 
absent from a tumor-only construct. Bioprinted systems are 
consequently well suited to comparative and mechanistic 
evaluation of local exposure, but should not be presented 
as reproducing clinical pharmacokinetics unless perfusion, 
clearance, and relevant tissue barriers are explicitly 
modeled. The appropriate output is often a relative ranking 
of formulations or exposure-response relationships rather 
than direct clinical dose conversion.86,121

Nanomedicine studies require controls that separate 
therapeutic activity from carrier and matrix effects. Empty 

nanoparticles, unloaded bioinks, free-drug controls, 
carrier-only controls, and equivalent total-dose conditions 
are needed to identify toxicity arising from the vehicle, 
photothermal activation, reactive species, or altered matrix 
mechanics. Uptake should be resolved across tumor, 
stromal, endothelial, and immune populations because 
sequestration by one compartment may alter both efficacy 
and toxicity. Longitudinal assessment is also necessary: 
An early viability reduction does not exclude delayed 
regrowth, selection of resistant subclones, or persistent 
immune suppression after the release phase.

Cross-platform comparison remains difficult because 
studies vary in construct size, cell density, release medium, 
mechanical metrics, viability time points, imaging 
methods, and therapeutic endpoints. Miniaturization 
improves throughput and reduces reagent use, but can 
shorten diffusion distances and flatten the very gradients 
that motivate 3D modeling. A critical bottleneck is 
therefore not simply the lack of more sophisticated 
materials, but the lack of agreed performance criteria 
linking print fidelity, material stability, spatial exposure, 
biological preservation, and response reproducibility. 
Future studies should report these parameters in a fit-
for-purpose manner and define acceptance ranges before 
comparing formulations. This would allow functional 
biomaterials to be judged as integrated delivery-and-
evaluation systems and provide a clearer evidentiary basis 

Figure 4. Functional biomaterials transform bioprinted tumors into localized therapeutic platforms. Functional hydrogel bioinks incorporating 
nanoparticles, liposomes, antibodies, gene-delivery systems, and other therapeutic cargos enable spatial loading and stimuli-responsive release for 
chemotherapy, targeted therapy, immunotherapy, and combination treatment. 
Abbreviations: MMPs: Matrix metalloproteinases; ROS: Reactive oxygen species. Created in BioRender. Siqi, L. 
Created in BioRender. Li, S. https://app.biorender.com/illustrations/6a57a1182103dec1f41432ad?slideId=4a979c41-d163-4b3a-9f6e-45633336bc4e
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for assessing clinical translation.48,49,121,122

5. Patient-derived bioprinted platforms for 
personalized drug screening
5.1. Patient-derived cells, organoids, and biological 
inputs

Patient specificity can enter a bioprinted tumor model 
through several biological inputs, including freshly 
isolated tumor cells, short-term primary cultures, PDOs, 
tissue fragments, and matched stromal or immune 
populations. These inputs should be distinguished from 
the functional biomaterial that organizes and regulates 
them. Freshly isolated cells minimize culture-induced 
selection but may be scarce and heterogeneous, whereas 
expanded primary cells and PDOs provide more material 
for printing but can undergo clonal selection, phenotypic 
drift, or loss of nonmalignant cell populations during 
propagation.6,30,31,34,43,123 The appropriate source therefore 
depends on the clinical question, the amount and quality 
of available tissue, and the time permitted for model 
establishment.124,125

Surgical resections generally provide more cells and 
permit spatial sampling of distinct tumor regions, but 
they are available only for selected patients and may not 
represent metastatic or treatment-refractory lesions. Core-
needle biopsies are clinically accessible and can sample the 
lesion being treated, yet low tumor cellularity, necrosis, 
fibrosis, and dissociation-associated cell loss may leave 
insufficient material for a complex printed construct. 
Material and process choices must consequently be 
adapted to sample constraints. Miniaturized constructs, 
lower-volume bioinks, gentle crosslinking, and parallel 
quality-control aliquots can conserve cells, but excessive 
miniaturization may eliminate the diffusion distances and 
spatial gradients that motivate 3D modeling in the first 
place.125,126

Patient-derived tumor cells can be combined with CAFs, 
endothelial cells, macrophages, lymphocytes, or other 
stromal populations to reconstruct tumor-cell interactions 
that influence invasion, vascular permeability, immune 
exclusion, and drug response.17,33,59,60,87-89,127 Autologous 
accessory cells offer the strongest patient-specific context 
but are not always recoverable in sufficient numbers and 
may be altered by isolation or expansion. Standardized 
allogeneic cells improve availability and inter-experiment 
reproducibility, but they cannot reproduce the patient’s 
immune compatibility or stromal history. Studies should 
therefore report the provenance, matching status, passage 
number, and mixing ratio of every cell population rather 
than labeling a model patient-derived when only the 
malignant compartment originates from the patient.

The biomaterial determines whether these biological 
inputs retain clinically relevant behavior after printing. 
Tissue-specific dECM may preserve native biochemical 
cues, whereas GelMA, collagen, hyaluronic-acid 
derivatives, and composite matrices provide greater control 
over mechanics, degradation, and printability.21-23,26,100 
No matrix is intrinsically patient-specific merely because 
it contains patient-derived cells. Fidelity should be 
tested against the parental tumor using fit-for-purpose 
measurements such as histology, lineage markers, genomic 
alterations, transcriptional states, ECM features, and 
treatment-response patterns. Likewise, PDO integration 
does not automatically make a bioprinted model superior 
to an unprinted organoid assay; the added value must arise 
from controlled spatial organization, defined transport 
barriers, or inclusion of cellular compartments that 
materially change the therapeutic readout.123-125,128-132

5.2. High-throughput and automated drug 
screening

High-throughput screening requires more than printing 
many constructs. A scalable workflow must coordinate 
sample processing, bioink preparation, automated 
dispensing, crosslinking, culture, drug addition, imaging, 
and data analysis within a clinically relevant time window. 
Compatibility with multiwell plates and robotic liquid 
handling can reduce reagent use and operator variability, 
but only if construct position, volume, geometry, cell 
density, and crosslinking are reproducible across wells. 
Print failure, nozzle obstruction, settling of cells or 
particles, and edge effects during culture can otherwise 
create well-to-well differences that are misinterpreted as 
drug responses.31,35,105,106,126

Miniaturization improves throughput and conserves 
scarce patient material, yet it changes the biology being 
measured. Small constructs equilibrate oxygen and 
drugs rapidly and may not develop the hypoxic, nutrient, 
or penetration gradients observed in larger tumors. 
Conversely, increasing cell types, spatial compartments, or 
maturation time improves biological fidelity but reduces 
the number of conditions that can be tested and increases 
batch variability. Platform design should therefore begin 
with the decision being supported. A focused panel of 
clinically actionable regimens may justify a more complex 
patient-specific model, whereas early discovery screening 
may prioritize simpler, robust constructs that provide a 
consistent ranking of many compounds.126

Automated readouts are equally important. Plate-reader 
measurements and endpoint viability assays are inexpensive 
but collapse spatially heterogeneous responses into a single 
value. High-content imaging can quantify tumor-cell 
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burden, morphology, invasion, apoptosis, immune-cell 
infiltration, and regional drug effects over time, while 
label-free or nondestructive imaging preserves constructs 
for repeated measurements.35,105,106,133,134 Image-analysis and 
machine-learning pipelines can accelerate segmentation 
and response classification, but their performance depends 
on representative training data, transparent preprocessing, 
and external validation. Changes in construct size, matrix 
autofluorescence, cell density, or imaging depth can bias an 
algorithm even when the underlying treatment response is 
unchanged.103

Reproducibility must be assessed at both technical 
and biological levels. Replicate wells from one print 
run measure dispensing and assay variability, whereas 
independent bioink preparations, print runs, and patient 
specimens capture manufacturing and biological variation. 
Reporting only within-plate replicates can therefore 
overstate platform robustness. Reference compounds, 
untreated and vehicle controls, predefined acceptance 
thresholds, and randomized plate layouts should be 
incorporated into screening workflows. At the screening 
stage, the essential question is whether the platform can 
deliver an interpretable result within the relevant clinical 
decision window.48,49,126

5.3. Drug-response and resistance readouts

Drug response should be defined using endpoints that 
match the intended therapeutic claim. Metabolic activity 
or live-dead staining provides a rapid measure of acute 
cytotoxicity but cannot distinguish growth arrest from 
irreversible cell death and may be confounded by stromal 
cells or material-dependent assay interference. More 
informative panels combine tumor-cell-specific viability 
with proliferation, apoptosis, target engagement, 3D tumor 
burden, invasion, and post-treatment regrowth. Spatial 
analysis is particularly important because a stable whole-
construct average can conceal elimination of peripheral 
cells together with survival of a protected hypoxic or stem-
like compartment.94,103

Bioprinted models are well suited to separating several 
forms of resistance. Baseline nonresponse may reflect 
tumor-intrinsic alterations, whereas matrix stiffness, dense 
ECM, stromal signaling, hypoxia, impaired penetration, 
and preferential uptake by nonmalignant cells can generate 
microenvironment-mediated resistance.55,67,68,79,98,102,134 
Acquired resistance requires longitudinal or repeated-
exposure designs that track surviving populations after 
treatment and recovery. A single short-term viability 
measurement should not be described as a resistance assay 
unless the model demonstrates persistence or regrowth 
under an exposure schedule that is relevant to the therapy 

being tested.

Immunotherapy requires a distinct set of readouts. 
Tumor killing should be evaluated together with immune-
cell migration, infiltration depth, cell-cell contact, 
activation or exhaustion phenotype, cytokine release, 
and tumor-antigen dependence.37,87-93,101 Autologous 
immune cells are preferable for patient-specific claims, 
while allogeneic systems are more appropriately used to 
study general mechanisms or material effects. Materials 
can influence immune behavior through stiffness, pore 
structure, degradation products, cytokine binding, and 
nonspecific sequestration of antibodies; unloaded-material 
and immune-cell-only controls are therefore needed to 
distinguish therapeutic activity from biomaterial-mediated 
immunomodulation.

Combination and sequential treatments should be 
assessed against clinically meaningful doses, exposure 
durations, and orders of administration. Apparent 
synergy may arise from prolonged local retention or 
overlapping toxicity rather than a true interaction between 
therapeutic mechanisms. Dose matrices, single-agent 
controls, temporal sampling, and a prespecified synergy 
model improve interpretation. Where feasible, orthogonal 
measurements such as imaging, molecular biomarkers, 
flow cytometry, or recovered-cell sequencing should 
confirm the primary readout. These approaches turn the 
printed construct from a binary sensitive-or-resistant assay 
into a platform for identifying why a patient-derived tumor 
responds, fails to respond, or relapses after treatment.124,125

5.4. Evidence for clinical predictive value

The clinical predictive value of a patient-derived bioprinted 
model should be judged by the supporting evidence. 
Technical feasibility demonstrates that a patient’s cells can 
be printed and remain viable. Biological concordance shows 
that the construct retains selected features of the parental 
tumor. Retrospective association links an ex vivo response 
with an observed clinical outcome, whereas prospective 
prediction requires the assay result to be generated before 
treatment and evaluated against a predefined endpoint. 
The strongest evidence would come from prospectively 
designed, adequately powered, multicenter studies that 
measure model-establishment success, uninterpretable 
results, and predictive performance in consecutive patients 
rather than only in successfully cultured samples.124,125

Early studies provide encouraging but still limited 
evidence.99,100 Patient-derived gastric cancer models 
have reproduced histopathological characteristics and 
generated drug-response patterns associated with clinical 
outcomes; one reported cohort included 33 patients and 
found a significant association between model response 
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and patient outcome (p = 0.004).35 Such findings support 
further validation, but small cohorts, heterogeneous 
treatments, selective model establishment, and incomplete 
blinding can inflate apparent predictive performance. 
Correlation in a feasibility cohort should therefore not be 
equated with demonstrated clinical utility.

The range of cancers modeled by bioprinting is 
expanding. Examples include colorectal cancer constructs 
designed to reproduce ECM-dependent drug gradients, 
high-grade serous ovarian cancer models based on 
GelMA/hyaluronic-acid systems, head-and-neck and liver 
cancer models incorporating patient-derived cells, lung 
cancer platforms for invasion and barrier studies, and 
glioblastoma or melanoma constructs used for therapeutic 
screening.128-132,135-141 This breadth demonstrates 
adaptability of the technology, but cancer-type coverage 
is not itself evidence of prediction. Many platforms have 
been tested with a small number of samples, established 
cell lines, or experimental agents and have not yet been 
compared with the patient’s actual treatment response.

Bioprinting must also demonstrate incremental value 
over less complex patient-derived assays. PDOs, spheroids, 
tumor slices, and microfluidic cultures may provide faster 
or more economical response measurements, whereas 
bioprinting offers potential advantages when spatial 
organization, matrix-defined transport, multicellular 
interfaces, or regional treatment delivery are central to 
the question.123,131,142 Comparative studies should test 
whether these additional features improve discrimination, 
calibration, or decision impact rather than assuming that 
greater architectural complexity produces greater clinical 
accuracy. A complex model that cannot be established 
consistently or reported in time may be less useful than a 
simpler assay with validated performance.121,124,125

Accordingly, patient-derived bioprinted tumor models 
should presently be viewed as emerging complementary 
functional-testing platforms rather than established 
diagnostic methods. Their near-term value lies in 
mechanistic stratification, prioritizing a focused treatment 
panel, evaluating delivery barriers, and generating 
hypotheses alongside pathology, genomic profiling, and 
organoid-based testing. Demonstrating clinical utility 
will require evidence that the result changes a treatment 
decision and improves an outcome relative to existing care. 
The practical requirements for achieving that standard, 
including sample adequacy, turnaround time, cost, quality 
control, interlaboratory reproducibility, and regulation, are 
considered in Section 6.124,125

Figure 5 depicts a conditional clinical decision-
support pathway rather than a routine workflow. Attrition 
can occur at every transition: A biopsy may provide 

insufficient viable or representative cells; expansion and 
printing may select subclones or alter stromal and immune 
composition; miniaturization may improve throughput 
while reducing spatial fidelity; analytical pipelines may 
generate uncertain sensitivity classifications; and ex vivo 
activity may not capture systemic pharmacology or host 
toxicity. Accordingly, clinical feasibility must be evaluated 
across the complete sample-to-report interval rather than 
by assay time alone. Model-establishment success rate, 
usable sample fraction, manufacturing failures, turnaround 
time, cost, predefined quality-control thresholds, and 
concordance with patient outcomes should all be reported, 
including failed models and discordant predictions. 
The feedback arrow is therefore essential: It supports 
recalibration of model design and decision thresholds 
rather than merely confirming successful cases. Until 
prospective studies demonstrate added decision impact, 
patient-derived bioprinted models are best positioned 
as complementary functional tests alongside pathology, 
genomics, organoids, and other ex vivo assays.35,99,100,123,131,142

6. Clinical translation: Feasibility, 
standardization, and regulation
6.1. Sample adequacy and model establishment

Clinical translation begins before bioink formulation or 
printing. As discussed in Sections 3 and 5, the fidelity of 
a patient-derived bioprinted model depends not only on 
material and spatial design but also on whether the clinical 
specimen contains sufficient viable and representative 
information. Surgical resections may provide abundant 
tissue and permit regional sampling, but they are 
unavailable for many patients with unresectable, metastatic, 
or recurrent disease. Core biopsies are more compatible 
with routine care, yet low tumor cellularity, necrosis, 
fibrosis, prior treatment, and dissociation-associated 
loss can prevent construction of complex multicellular 
models.30,31,34,35 Thus, sample adequacy should be treated as 
a measurable entry condition of the platform rather than as 
an implicit prerequisite.

Sample handling can introduce additional selection. 
Ischemic time, transport temperature, dissociation method, 
cryopreservation, red-blood-cell removal, and microbial 
contamination affect cell recovery and phenotype. 
Expansion of primary tumor cells or PDOs increases the 
number of printable units but may favor selected clones 
and deplete stromal or immune populations; direct 
printing of fresh cells better preserves the sampled state 
but leaves less material for replicate constructs and quality-
control assays.6,30,123,143 A clinically relevant workflow 
should therefore record tissue source, tumor-cell fraction, 
viability, passage number, culture duration, and the 
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origin of accessory cells. For specimens that do not meet 
predefined criteria, the appropriate endpoint should be a 
simpler validated assay or a classified no-result outcome, 
rather than forced construction or interpretation.

Establishment success should be reported against 
the full clinical denominator. A technically successful 
model derived from selected high-cellularity specimens 
does not indicate how often the workflow will succeed in 
consecutive patients. Studies should record attrition during 
transport, isolation, expansion, printing, maturation, 
and drug-response analysis, together with the reason for 
failure and the time at which it occurred. This connects 
the sample-level problem identified here with the clinical 
validity framework in Section 6.4: An assay that frequently 
produces delayed or uninterpretable results may have 
limited clinical utility even when its successful models 
show high biological fidelity.35,57

Fit-for-purpose entry criteria and stop rules can 
reduce wasted tissue and false confidence. Before printing, 
the workflow should confirm sample identity, sterility, 
minimum viable tumor-cell content, recovery of required 
accessory populations, and compatibility with the planned 

number of treatment conditions. After printing, predefined 
gates should assess construct geometry, immediate and 
time-resolved viability, retention of key tumor features, 
and baseline growth or stability. Failure to meet these 
criteria should trigger repeat preparation, a simpler 
validated assay, or a no-result classification rather than 
forced interpretation. Such triage links sample adequacy 
to downstream analytical validity and prevents model 
complexity from masking an uninformative specimen.35,57

6.2. Turnaround time, cost, and scalability

Turnaround time should be measured from specimen 
acquisition to an interpretable report, not from the start 
of printing. Tissue transport, dissociation, cell or organoid 
expansion, bioink preparation, printing, construct 
maturation, drug exposure, imaging, analysis, and 
multidisciplinary interpretation all contribute to the total 
interval. The clinically acceptable interval depends on the 
decision being supported: A model intended to inform an 
immediate treatment choice faces a much narrower window 
than one used to investigate resistance before a later line of 
therapy. Studies should therefore report the duration and 
range of each step, the proportion of samples yielding an 

Figure 5. Patient-derived bioprinted tumor platform enables personalized drug screening. A patient-derived bioprinted tumor platform links specimen 
acquisition, biological input preparation, functional bioink design, automated drug screening, multimodal response analysis, and clinical feedback. The 
workflow emphasizes iterative validation rather than a one-directional transition from printing to treatment recommendation. Created in BioRender. Li, 
S. https://app.biorender.com/illustrations/6a610a7709ae27eb23555e3e?slideId=c063676d-2138-4598-8ba7-3a2105cb931b

https://doi.org/10.36922/IJB026340365
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interpretable result, and the proportion of results returned 
before the relevant treatment decision.31,35,57,143,144

Cost is distributed across the same workflow. Major 
drivers include skilled personnel, printer and imaging 
infrastructure, patient-specific reagents, dECM or specialty 
polymers, quality-control testing, culture duration, data 
analysis, and failed model attempts. Automation, acoustic 
or droplet-based deposition, microarrays, and miniaturized 
multiwell formats can reduce labor and reagent 
consumption and increase screening capacity.34,58,134,144-146 
However, throughput should not be equated with 
efficiency: Miniaturization may remove relevant spatial 
gradients, complex imaging may require extensive manual 
correction, and a high failure rate can make a low cost per 
well misleading. Cost per clinically interpretable result is 
therefore a more meaningful translational metric than cost 
per printed construct.

Scalability requires a controlled balance between 
standardization and patient specificity. Centralized facilities 
can provide specialized equipment, trained operators, 
and harmonized analytics but add specimen-transport 
time and may complicate integration with local clinical 
teams. Distributed hospital-based workflows shorten 
transport and feedback loops but require instrument 
equivalence, operator training, external proficiency 
testing, and robust digital quality records. A modular 
strategy may offer a practical compromise: Standardized 
matrix or plate formats, reference controls, and analytical 
pipelines can be combined with patient-specific cells and 
a focused treatment panel. The objective is not maximum 
model complexity for every patient, but the minimum 
reproducible complexity that answers the intended clinical 
question within the available time and resources.147-151

6.3. Quality control and interlaboratory 
reproducibility

Quality control should connect manufacturing performance 
to biological and analytical validity. Material attributes 
include composition, lot identity, sterility, rheology, 
crosslinking behavior, stiffness, swelling, degradation, 
and the identity and loading of incorporated drugs or 
nanoparticles. Process attributes include cell density, 
deposition accuracy, construct dimensions, crosslinking 
dose, printing time, temperature, and shear exposure. 
Biological attributes include immediate and longitudinal 
viability, identity of each cell population, retention of 
clinically relevant tumor features, spatial organization, 
and phenotypic stability. Analytical attributes include 
assay dynamic range, reference-drug responses, imaging 
performance, repeatability, and predefined criteria for 
sensitivity, resistance, and uninterpretable results.40,147,149,152 

This framework directly operationalizes the material- and 
process-level variables discussed in Sections 2–4.48,49,122

Lot-to-lot, run-to-run, operator-to-operator, and 
laboratory-to-laboratory variability should be evaluated 
separately. Natural polymers and dECM may vary 
in composition and gelation, while photoinitiators, 
nanoparticles, and biochemical ligands can alter curing, 
transport, and assay signals. Printer hardware, nozzle 
geometry, calibration, software path generation, operator 
technique, and ambient conditions introduce additional 
variation. Complete reporting of these parameters is 
necessary but insufficient; studies should quantify precision 
using shared reference materials and predefined acceptance 
ranges. Longitudinal control charts or equivalent drift-
monitoring approaches can help identify process changes 
before they alter patient classification.48,49

Interlaboratory reproducibility remains a major 
unresolved requirement. A round-robin study involving 
12 laboratories showed that extrusion-bioprinting 
outcomes remained sensitive to equipment- and operator-
dependent factors even under substantially standardized 
conditions, whereas automated image analysis improved 
the objectivity of quality assessment.148 This supports using 
shared reference bioinks, standardized test geometries, 
benchmark cell materials, and external proficiency 
programs. Quantitative reporting should also distinguish 
nozzle diameter from measured filament width, specify 
the mechanical modulus being reported, state the viability 
time point, and define degradation and drug-response 
conditions; otherwise, apparently similar constructs 
cannot be meaningfully compared.

Acceptance criteria should be fit for purpose rather 
than universal. A mechanistic invasion model, a high-
throughput discovery screen, and a patient-specific 
response assay require different levels of structural 
fidelity and measurement precision. Tiered qualification 
is therefore preferable: Basic manufacturing qualification 
for exploratory models; assay validation for comparative 
drug screening; and more stringent analytical and clinical 
validation for results intended to influence care. Reference 
compounds, positive and negative controls, blinded 
analysis, and prespecified uncertainty zones should 
accompany higher validation tiers. Table 3 provides a 
useful study-level reporting benchmark, but community 
reporting standards and multicenter performance 
studies are still required to define clinically acceptable 
thresholds.48,49,57,122,147-149,152

6.4. Clinical validation and regulatory pathways

Regulatory requirements depend on intended use rather 
than on the label “3D bioprinting” itself. A construct 
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used for exploratory research differs from an assay that 
reports patient-specific drug sensitivity, a software-
assisted decision-support system, or an implantable 
therapeutic product. These applications may involve 
different expectations for manufacturing control, 
analytical validation, software oversight, biosafety, and 
clinical evidence. Authors should therefore state the 
intended use of each platform and avoid implying an 
established approval pathway where one has not been 
demonstrated.121,122,149-151,153

Translation of a patient-specific assay requires 
three linked forms of evidence. Analytical validity asks 
whether the platform measures response accurately and 
reproducibly; clinical validity asks whether the measured 
response is associated with patient outcome; and clinical 
utility asks whether use of the result changes treatment 
selection or improves outcomes relative to existing 
care. Much of the current literature establishes technical 
feasibility or biological concordance, while a smaller 
subset reports retrospective clinical associations.35,57 These 
evidence levels are valuable but should not be presented 
as proof of readiness for routine clinical decision-
making.121,122,124,125

Prospective validation should enroll consecutive 
patients, prespecify treatment panels and response 
thresholds, and include failed or delayed models in 
the analysis. Where feasible, laboratory assessment 
and clinical outcome evaluation should be blinded or 
independently adjudicated. Performance should be 
reported using discrimination, calibration, uncertainty, 
and decision-impact measures rather than correlation 
alone. Multicenter studies are needed to test stability across 
laboratories, tumor types, sample sources, and treatment 
contexts, with direct comparison against PDO assays, 
molecular biomarkers, pathology, and current clinical 
decision pathways to establish the incremental value of 
bioprinting.121,122,124,125

Governance must also address informed consent, 
sample provenance, return of research results, genomic 
and imaging data security, algorithm updates, and 
responsibility for discordant recommendations. If AI 
contributes to response classification, the model version, 
training population, external validation, preprocessing 
pipeline, and human oversight should be documented. 
These considerations support a cautious near-term 
position: Patient-derived bioprinted models are best 
developed as complementary functional-testing platforms 
and drug-development tools while prospective evidence 
accumulates, rather than being described as conventional 
clinical diagnostic methods.121,122,124

6.5. Enabling technologies and future integration

Microfluidics, spatial profiling, multi-omics, automated 
imaging, and AI can extend the capabilities of bioprinted 
models, but they are enabling technologies rather than 
functional biomaterials. Their value should be judged by a 
defined gain in perfusion control, biological measurement, 
analytical robustness, or clinical decision value. This 
distinction is important because increasing technological 
complexity can also increase cost, parameter uncertainty, 
and sources of variability.154,155 Integration should therefore 
be justified by an explicit performance gain rather than by 
technological novelty alone.121,122

Microfluidic perfusion can introduce dynamic drug 
supply and clearance, endothelial barriers, interstitial flow, 
and immune-cell trafficking that static cultures cannot 
reproduce. Recent bioprinted tumor-on-chip systems 
demonstrate that perfusion can alter drug availability 
and treatment response and can support real-time 
analysis of chemotaxis, infiltration, and multicellular 
communication.131,156,157 Nevertheless, tubing absorption, 
channel geometry, flow instability, bubble formation, 
and differences between imposed flow and human 
tumor perfusion complicate interpretation. Multi-organ 
configurations may capture systemic interactions, but each 
additional compartment increases parameter uncertainty 
and can reduce throughput.86,121,158,159

Spatial and single-cell profiling can identify which 
tumor, stromal, immune, and ECM features should be 
reconstructed and can reveal regional responses after 
treatment. AI may assist with bioink optimization, 
print-path selection, image segmentation, multimodal 
integration, and response classification.133,154,155,160,161 
However, the current evidence base remains limited by 
low external-validation rates and sensitivity to changes 
in matrix, imaging system, tumor type, and laboratory 
conditions.162 Prospective use therefore requires 
representative training data, locked preprocessing, 
uncertainty reporting, external validation, and monitoring 
for model drift.

Time-responsive or four-dimensional materials 
provide a distinct future direction when their shape, 
mechanics, permeability, or biochemical presentation 
changes after printing in response to a controlled 
stimulus.163 Such systems could model evolving fibrosis, 
treatment-induced matrix remodeling, or scheduled 
therapeutic release, but material responsiveness must be 
distinguished from ordinary culture-driven tissue change. 
A realistic translational roadmap is therefore staged: Near-
term efforts should prioritize standardized patient-derived 
workflows, quantitative reporting, and focused prospective 
validation; medium-term development can add perfusion 
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and longitudinal molecular profiling; and longer-term 
platforms may combine validated AI with adaptive 
materials in closed-loop systems. This staged progression 
is more credible than assuming that all emerging 
technologies will converge immediately into routine care.

7. Conclusion
This review proposes a function-oriented framework 
for 3D-bioprinted tumor platforms in which functional 
biomaterials are evaluated not as passive printable supports, 
but as interfaces that couple spatial tissue reconstruction, 
local therapeutic exposure, and measurable drug response. 
The central premise is that material composition, 
crosslinking, mechanics, degradation, and spatial 
patterning simultaneously influence biological fidelity 
and therapeutic transport. This perspective connects three 
activities that are often considered separately—patient-
specific tumor reconstruction, localized or nanomedicine-
enabled treatment, and functional drug-response 
assessment—while distinguishing the material matrix and 
incorporated functional components from patient-derived 
biological inputs and external enabling technologies.

Across the reviewed literature, the major opportunity is 
also the major challenge: Increasing functional complexity 
does not necessarily produce a more clinically useful 
model. Spatially organized tumor-stroma, vascular, 
immune, and hypoxic niches can improve biological 
representation, but added compartments and responsive 
functions may increase printing difficulty, maturation time, 
batch variability, assay interference, and cost. Drug-loaded 
and stimuli-responsive materials can better reproduce 
local exposure, yet release behavior measured in simplified 
culture cannot be equated with clinical pharmacokinetics. 
Patient-derived constructs can retain clinically relevant 
heterogeneity, but establishment success, model attrition, 
and ex vivo response concordance remain incompletely 
characterized. These limitations indicate that platform 
quality should be judged by whether each added function 
improves a predefined biological or therapeutic decision, 
rather than by architectural complexity alone.35,40,57,147-149,152

The translational priority is therefore to establish fit-
for-purpose models with explicit performance criteria. 
Material and process characterization should be linked 
to measurable quality attributes, including print fidelity, 
mechanics, degradation, spatial drug distribution, time-
resolved viability, and assay precision. Studies should also 
report the full clinical denominator, including failed or 
delayed patient-derived models, because establishment 
failure is part of real-world platform performance rather 
than an exception to be omitted. For personalized drug 
testing, turnaround time and cost should be calculated 

to an interpretable result, not merely to fabrication of a 
construct. These principles provide a direct bridge from the 
technical advances discussed in Sections 2–5 to the clinical 
feasibility, standardization, and validation framework in 
Section 6.48,49,121,122,124,125

Future progress will depend on disciplined integration 
of enabling technologies rather than indiscriminate 
accumulation of functions. Microfluidic perfusion, spatial 
and single-cell profiling, automated imaging, AI-assisted 
analysis, and time-responsive or four-dimensional 
materials may improve selected workflows when their 
incremental value is demonstrated and independently 
validated.150,151,154-156,162,163 In particular, AI-supported 
prediction should be evaluated as a clinical decision-
support component with defined training populations, 
external validation, model-version control, uncertainty 
reporting, and human oversight, rather than as an automatic 
extension of image analysis. Likewise, nanomedicine 
should be integrated with bioprinting when the material 
architecture adds a demonstrable advantage in spatial 
exposure, delivery control, or response measurement—
not simply because nanoparticles or responsive cargos are 
present.

Ultimately, 3D-bioprinted patient-derived tumor 
platforms are most appropriately positioned, at the 
current evidence stage, as complementary functional 
systems for mechanistic studies, therapeutic development, 
and treatment prioritization rather than as universally 
validated replacements for established clinical assays. 
Their contribution to precision oncology will depend on 
reproducible manufacturing, transparent quality control, 
clinically relevant turnaround, prospective multicenter 
evidence, and demonstration of clinical utility. The field 
should move from asking how complex a tumor can be 
printed to asking which material functions are necessary 
to answer a specific clinical question, how reliably that 
answer can be obtained, and whether acting on it improves 
patient-relevant outcomes.121,122,124,125
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